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Company Name LUOYANG LANDI TITANIUM VACUUM GLASS CO,, LTD
shown on Report

o oHk A e A T P RS ORTE -5 1 8 A2 X P b A L
Address BUILDING 1, NORTHWEST CORNER OF THE INTERSECTION OF SCIENCE AND

TECHNOLOGY AVENUE AND ZHUGE STREET, YIBIN DISTRICT, LUOYANG CITY,
HENAN PROVINCE

PAUTF MR R i S RE {5 B B R 1R R A
The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

TN HA I

Sample Name Vacuum glass

ERTEESVGRE ! 2024.10.08

Sample Received Date  Oct. 8, 2024

AoF ks 00 11 39 2024.10.08-2024.10.10

Testing Period Oct. 8, 2024 to Oct. 10, 2024

R R A2 EER, X PTRASRE A I EY (Pb), 47 (Cd), R (Hg), 7S (Cr(VD)), ZiRB
(PBBs), # iR "Mk (PBDEs), <% —FIEZME (DBP, BBP, DEHP, DIBP) HEATIIX .

Inspection & T

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers
(PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

oA 3/ A 45 R BT

Test Method/Test Result(s) Please refer to the following page(s).

% o 2024.10.10
Date T

%7 N\ Lab Authorized Signatory No. R294346559

R I 047 ) PR TRYIN T 5 22 X BT B30 DA X TR A
Inspacliacéfired Perepagenternational Group Co.,Ltd.
Buiding, Xing Dong Community, Xin'an Sub-district, Bao'an District, Shenzhen City, Guangdong Province, P.R. China

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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KMKHE Test Method
IR H WRT7 % {Il}/llugfs{lj(rfz
Test Item(s) Test Method Equipment(s)
oy IEC 62321-5:2013 ICP-OES
Lead (Pb)
& IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
*® IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
N IEC 62321-7-2:2017F1/SXIEC 62321-5:2013 XM | Uvovis/ICP-OES

Hexavalent Chromium (Cr(VI))*

B i
IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

Phthalates (DBP, BBP, DEHP, DIBP)*

2B IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)*
EZL NN IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDESs)*
A R IEC 62321-8:2017 GC-MS

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com
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RMLE R Test Result(s)

®3u T
Page 3 of 7

FIATE Tested ltem(s) SR Realt R R MDL
5 Lead (Pb) N.D. 2 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg

7Kk Mercury (Hg) N.D. 2 mg/kg
7S E% Hexavalent Chromium (Cr(V1))* N.D. 8 mg/kg
PRI H Tested Item(s) %%O;esult F R IR MDL
ZRELFE Polybrominated Biphenyls (PBBs)*

—¥REEZE Monobromobiphenyl N.D. 5 mg/kg
B Dibromobiphenyl N.D. 5 mg/kg
ZIRECHK Tribromobiphenyl N.D. 5 mg/kg
PYRELZKE Tetrabromobiphenyl N.D. 5 mg/kg
TLIREXZR Pentabromobiphenyl N.D. 5 mg/kg
7SNIRICPE Hexabromobiphenyl N.D. 5 mg/kg

L IRECIE Heptabromobiphenyl N.D. 5 mg/kg
JUIRECR Octabromobiphenyl N.D. 5 mg/kg
JLIRECZE Nonabromobiphenyl N.D. 5 mg/kg
+¥RHEEZK Decabromobiphenyl N.D. 5 mg/kg
WRTE Tested Item(s) é—'é%o:lesult F R IR MDL
Z W KBt Polybrominated Diphenyl Ethers (PBDES)*

—JR " ZKf Monobromodiphenyl ether N.D. 5 mg/kg
TR K Dibromodiphenyl ether N.D. 5 mg/kg
—JR — 2 Tribromodiphenyl ether N.D. 5 mg/kg
PR —2KM# Tetrabromodiphenyl ether N.D. 5 mg/kg
TLyR —Z<fF Pentabromodiphenyl ether N.D. 5 mg/kg
7NIR KT Hexabromodiphenyl ether N.D. 5 mg/kg
LR 2K Heptabromodiphenyl ether N.D. 5 mg/kg
JUIR —2K# Octabromodiphenyl ether N.D. 5 mg/kg
JLIR — 2Kk Nonabromodiphenyl ether N.D. 5 mg/kg
+R 2Kk Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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RMLE R Test Result(s)

&
WHRIWHE Tested Item(s) . %O(I)?lesult FER R MDL

ARE _FFRES Phthalates (DBP, BBP, DEHP, DIBP)*

LR HER —T'Fg Dibutyl phthalate (DBP) N.D. 50 mg/kg
CAS#:84-74-2

SRR —HR T 2 RS Butyl benzyl N.D. 50 mg/kg
phthalate (BBP)
CAS#.85-68-7

A7 —HIR - (2-2.3%) BUlig N.D. 50 mg/kg
Di-(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

A 2K —HER — 5 Tl Diisobutyl phthalate N.D. 50 mg/kg
(DIBP)
CAS#:84-69-5

3/

N

~>
AN

BE M /¥R Sample/Part Description
e CTIRESID Ejiipa
No. CTI Sample ID Description

1 001 B, RIS R w
Mixed test, metal and nonmetal

ano .
PR, /N

#E: TS, 8 RZERCHBETE.
R\EESIER, MEKHETREUSA, WASERIRRRSUEESFEAT TR MR SE.

-N.D. = ARt UNFI7iE b iR)
-mg/kg = ppm= H 22—
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-As specified by client, the test was conducted by mixing several samples together. The result(s)
shown on this report may be different from the content of any homogeneous material.

-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million

HRE: RN I B /T EANFECNASIAFT T Bl Y o
AR E P RBIEE BRI, B AV ARREER . AR RER .
Note: -*indicates the item(s)/method(s) is (are) not in CNAS accreditation scope.

-The testing data and result(s) in this report is(are) just for scientific research, education, internal
quality control and product development etc.

,,,,, o -
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KRR Test Process
1. #(Pb), #(Cd), % (Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)
PREFEM T 735 AN it 7 T4 WRRE i

Weigh sample and place it
in a vessel

::> Add digestion reagent

Digest the sample

!

[y ik AL R B 5
N Dry Ashing/ .
ICP-0OES SER
H e EBETK E o Alkali Fusion/ Residue e
’ <:| Make up with Acid Dissolution <::
Analyzed by deionized water Filtration
ICP-OES eromzed water e
Solution
2. 7k (Hg)
Mercury (Hg)
FRERE S TR TN R 751) THARFE A

‘Weigh sample and place it

— Add digestion reagent

Digest the sample

in a vessel
FH il 45/ 18 5 T
VLA PR ki
A ICP-OES FB KR 2 Alkali Fusion/ Residue s
ﬁ*ﬁ A 'd D' 1 1 ﬂ‘{fg
Make up with c1 1ssolution
Analyzed by <:I ioni Filtration
ICP-OES deionized water o
v
Solution
3. & (Cr (VD))
Hexavalent Chromium (Cr(V1))
MEFHTERN 9 R
Weigh sample and place it — m ).\ i ﬁig L — TH 8
in a vessel Add digestion reagent Digest the sample
IR VA%V pH (& A, i

of the solution

L~ 3 -,
Add test solution I a— Adjolil"st:ltah:oﬁuHﬁLiluc
VA B pH {H HEBETKER
Adjust the pH value > Make up with

deionized water

Hotline:400-6788-333  www.cti-cert.com

E-mail:info@

Complaint call:0

Cool and filter

i UV-Vis 4
Analyzed by UV-Vis

Complaint E-mail:con

nplaint@cti-cert.c
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4. ZRBKE (PBBs), 2 IR %Mk (PBDEs)
Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDES)

MERFRTEET FIH LIF IR RAERERU
Weigh le and pl — Extracted with
eigh sample and place xtracted wi Concentrate the extract
it in a thimble organic solvent
Fl GC-MS 45t FIA L2 % FRAERFREFERA
Make up wit Transter the extract into a
— ke up with fer tl i
Analyzed by GC-MS . .
organic solvent volumetric flask

5. 4R — TR (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

WEMFGTESHS FA PG 7R AE R TR BT
Weigh le and pl. —" Extracted with
eigh sample and place xtracted wi Concentrate the extract
it in a thimble organic solvent
H GC-MS 43# RAANGEAER HRENENEFERN
— Make up with Transfer the extract into a
P
Analyzed by GC-MS . ,
organic solvent volumetric flask
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Photo(s) of the sample(s)

10 20 B y

7/ B 2

A2240590706101001
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75 B Statement::

1. AR & ot HE N7, <L 3 Mokt T 42 2 0K
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. MAEI R AT AR S MAE . R RS R Y R IR AL, FREE RO S DT, CTURMZ SEH A Sk
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTT hasn’t verified,

3. AR A RN 45 R A0 52 R 471 T
The result(s) shown in this report refer(s) only to the sample(s) tested;

4. BRAERA T, R4S IRILAC-G8:09/2019 / CNAS-GL015:2022 i F i 5142 52 (w=0) — yt. 34 & MUMIEAT 745 5 1 5
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. RACTITHFE, AFHE > EHAMR S
Without written approval of CTI, this report can’t be reproduced except in full;

6. IR P RSN E S PN ER E R, DO
In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the
Chinese version shall prevail.

***ﬂilﬂ:l: %;E***
*** End of report ***

Hotline:400-6788-333  www.cti-cert.com  E-mail:info

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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